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- AN..LYTICAL CHEMISTRY LABORATORY
EPA Region 5 Records Ctr. Argonne National Laboratory
‘mmmmmmmm Argonne, IL 60439
226757 REPORT OF ANALYTICAL RESULTS
Sample Material: Stone and Concrete; Lindsay Light Il, U.S. EPA Date Received: 12/18/00
Submitted by: Larry Jensen, U.S. EPA Date Reported: 1/18/01
Submitter's ACL Gamma Spec.; (pCi/g)
Sample No. Sampie No.
Qa 24Ra oK
Navy Pler 01-8047-01 0.50 £ 0.01 0.60 +0.02 <0.3
Bluestone North
Patio (Stone)
Navy Pler Peachy's 01-8048-01 0.32 £0.01 0.2b +0.02 <0.3
Threshold
{Concrete Surtace)
Navy Pier Peachy’s -02 <0.2 <0.2 <0.4
Threshold
(Concrete Surtace)
Navy Pier Peachy’s 01-8049-01 2.69 £ 0.08 _ 0.21 + 0.01 <0.2
Threshold (Stone)
Navy Pier Peachy's 01-8050-01 <0.2 <0.2 <0.2
Threshold
(Concrete Sub.
Surlace)

NOTE: Unused sample material will be retumed to the Client. Prepared samples will be discarded one (1) month
after the date of this report unless other arrangements are made. When making future inquiries regarding this report,

please reference the ACL sample number(s) above. For further information about the results reported here, please call
at2- 4291

E. Markun
Reference(s):  CMT Logbook No. 1779 Det. 2, 4,7, 11, p. 3. CMT Logbook No. 1591, p. 131.
Copies To: L. Jensen Analyst(s): F. Markun M
D. Green T. TenKate
D. Bowers
amh F. Martino
1/18/01
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